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Standard

Thickness

FURRING CHANNEL
. Available
Thickness in mm

Standard
Length inm

. Available

Length

' UnitWeight |
inKg

Packing
| Small BDL Master BDL

FC 35 0.55 0.50-0.70 3 Upto7m 1.386 25 500
FC 50 0.55 0.50-0.70 3 Up to m 1.580 25 500
MAIN CHANNEL
; Standard | Available Standard Available | Unit Weight | Packing
tem : e s : : _ :
Thickness Thickness in mm Lengthinm Length in Kg * 'Small BDL (Master BDL

MC 38 0.71 0.50 -1.50 500
MC 45 0.71 0.50 - 1.50 a3 Up to 7m 1.087 20 500
ANGLE d 7
e Standard | Available Standard | - Available | Unit Weight | Packing
Thickness | Thickness in mm Lengthinm | Length | inKg "Small BDL Master BDL

A25

0.50

0.50 - 1.50

Upto7m

500

A 30

0.50

0.50 - 1.50

Upto 7m

0.695

50

500




