MATERIAL SPECIFICATION:
Hot Dipped Galvanized steel conforming to JIS G3302/98 CGCC,

Zinc Coating Z-275 (or) ASTM A653, Zinc Coating G90

Expanded Metal Lath is used to reinforce plaster in order to avoid cracks.
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Sheet size

Weight |

Width Length Kg/M?
ML 060 60cm /70 cm 244 cm 0.600
ML 075 60cm /70 cm 244 cm 0.750
ML 090 60cm /70 cm 244 cm 0.900
ML 110 60cm /70 em 244 cm 1.100
ML 136 60cm /70 cm 244 cm 1.360
ML 140 60cm /70 cm 244 cm 1.400
ML 161 60cm /70 cm 244 cm 1.610

*Other lengths and weights can be produced upon request




